
i_-

Z

<

<
Z

NASA TN D -47 V

i

TECHNICAL
D-477

NOTE

SURVEY OF MATERIALS PROBLEMS RESULTING FROM LOW-

PRESSURE AND RADIATION ENVIRONMENT IN SPACE

By Robert A. Lad

Lewis Research Center

Cleveland, Ohio

NATIONAL AERONAUTICS AND SPACE ADMINISTRATION

WASHINGTON November 1960





CONTEHTS

o

I

SN_ _kRY .............................

INi_RODUCTION ...........................

PROBL_4S ASSOCIATED WITH LOW PRESSURES IN SPACE .........

Environment Defined ......................

Possible Detrimental Effect_ _ - Genera] Discussion .......

Loss of bulk material ....................

Change in composition of bulk material ............

Loss of very thin coatincs ..................

Chan_ze in frictional properties ...............

Change in optical transmission ................

Change in emissivity ...................

Hateriai Classes ........................

Pure metals .........................

Alloys ............................

Cer2mic_ _ and other inorganic compounds ............

Plastics ...........................

Lubricants ..........................

PROBL_4S ASSOCIATED WITH RADIATIOH ENVlROI_HEI_Nf IN SPACE .....

Enviro_mlent Defined ......................

Electromagnetic radiation .................

Particulate radiations ....................

Possible Detrimental Effects ................

Electromagnetic radiation ................

Particulate radiations ....................

S_gtRIZING R_UdRKS .......................

Basic Research .........................

Laboratory Measurements for Purpose of Data Compilation ....

SatelliLe Experiments .....................

REPERENCES ............................

TABLES

I L[&XI_U}4 VAPORIZATION LOSSES COHPUTED FROH LANGMUIR EQUATION

FOR VARIETY OF METALS AT SO AND 7.< PERCE_[f OF THEIR ABSO-

LUTE MELTING POINT ....................

-- T, T _EII IirELUENo OF 2@{BIENT PRESSURE ON RATE OF EVAPORATION OF

TJNGSTEN IN iO PERCFI_T ARGON, ld PERCEHT NITROGEN AT

_!70 ° K .........................

Page

i

i

S

3

S

3

s

4

4

S

S

5

8

9

10

10

ii

ii

]i

ii

12

12

12

1S

14

14

IS

IS

17

i /!





NATIONAL AERONAUTICS AITD SPACE ADMINISTRATION

TECHNICAL NOTE D- 4 77

SURVEY OF MATERIALS PROBLEMS RESULTING FROM LOW-

O
o_
!

2_

PRESSURE AND RADIATION ENVIRO_'_LE_Nf IN SPACE
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On the basis of our present knowledge of the space environment, one

might state that the exposure of materials to the radiation environment

will present problems mainly with the impairment of the transparency of

plastics and ionic solids due to ultraviolet radiation and with surface

sputtering effects on emissivity and other thin film properties. The

high vacuum in space will be of greater consequence in that it will ren-

der useless some members of practically all of the material classes.

However, adequate solutions to most problems can be anticipated if enough

information is at hand. This survey indicates that information is lack-

ing at levels from the basic to the applied. A partial list of research

areas in need of attack is included.

INTRODUCTION

The advent of the space age marked the beginning of a new demand on

the materials engineer. He is now asked to supply materials that are

capable of withstanding the rigors of a new environment, that of space.

Two aspects of this new environment that are of concern to space-vehicle

builders are the extremely low pressure and the radiation flux. Another

aspect of the space environment that is of great concern is the presence

of meteoroids and the possibilities of penetration and surface roughening

of space vehicles. It is the purpose of this paper to discuss only the

first two_ namely, low pressure and radiation. The pressure in space is

many orders of magnitude lower than that considered to be a good "high

vacuum" in the laboratory until very recently. The radiation, while not

different in kind from that encountered on the Earth's surface, is pres-

ent in much higher intensities: The Earth's atmosphere is an effective

shield for primary cosmic radiation and the short-wavelength end of the

solar spectrum. The Van Allen radiation belts represent even higher con-

centrations of protons and other charged particles of high energy. The

use of nuclear reactors as power sources in space vehicles will introduce



radiation problems of much larger magnitude. However, the nature of
these problems will not differ greatly from that of those associated with
the use of nuclear reactors on the ground.

While the problem of using materials in high-vacuum and in radiation
envirom_ents is not entirely new_ it was generally confined to laboratory
equipment, and requirements for long life and minimumweight were not
critical. The space vehicle has need for such materials in a muchwider
variety of applications and in_oses a reliability requirement of a type
never before encountered.

The concern over the importance of ultra high vacuumand radiation
to materials behavior has led to muchdiscussion amongspecialists. An
examination of the reports of conferences at which this subject was dis-
cussed discloses that, in general, confusion rather than clarification
was the result. It is quite probable that the confusion was for the most
part due to the fact that concepts taken as a matter of course in one
discipline are entirely new to the worker in another field.

It is the purpose of this paper to discuss the possible effects of
high vacuumand radiation on materials and to point out someof the needs
for investigation in this area. Possible problems associated with flight
through the upper atmosphere (below IS0 miles (IS0 Int. naut. miles))
such as increased corrosion rates of refractory metals and surface heat-
ing due to atom recombination will not be considered. In particular,
the points to be discussed are:

(I) Present knowledge of the space environment

(2) Howhigh vacuumand radiation can affect the utility of
materials

(S) _lat properties will be affected in the various material classes

(4) What effects can be predicted in magnitude from knowledge now
at hand

(S) What is needed in the way of research and the gathering of data
to enable prediction of effects

(6) What place a materials test satellite would play in the solution
of the problems at hand.

This discussion was originally prepared for the guidance of the NASA
Materials Satellite Test Committee in their considerations of proposals
for materials experiments to be flo_ on space vehicles. It has been
modified for presentation as a technical publication because it is be-
lieved that the subject under discussion is of general interest.

I
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It is obvious that this discussion must of necessity be quite de-

pendent on our present knowledge of the space environment. While the es-

timates of the general effects of space environment are thought to be

fairly accurate_ further experience with satellites and space probes may

uncover entirely new problems and minimize some of those presently be-

lieved to be serious.

I

PROBLEY_ ASSOCIATED WITH LOW PRESSURES IN SPACE

Environment Defined

The materials employed in space vehicles may be exposed to pressures

lower than i0 -I0 millimeter of mercury at a wide variety of temperatures.

The temperature might be a steady-state temperature dictated by solar

heating and heat loss to the vepy low space sink temperature; it may vary

continuously as on the surface of a spinning vehicle; or it may be fixed

by design (e.g., cryogenic fuel tanks or powerplant radiators). Vapori-

zation rates increase exponentially with temperature_ and maximum rates

can be calculated if the equilibrium vapor pressure is known. The

vaporization rate is independent of ar_bient pressure at low pressures,

but begins to fall off when the mean free path decreases to the order of

the dimensions of the evaporating surface. For example, experiments show

that the vaporization from a platin'_m strip 0.12 centimeter wide begins

to decrease from the computed maxim_ rate at pressures above 0.05 milli-

meter (refs. i and 2). The decrease in vaporization rate is the result

of back-reflection to the surface of vaporizing atoms due to collisions

with atoms or molecules in the gas phase. This phenomenon and the gen-

eral subject of vapor pressure and vaporization-rate determination are

discussed in detail in the section "Pure metals."

Possible Detrimental Effects - General Discussion

Loss of bulk material. - Minimum metal thickness is an important

goal in several areas. For example_ the desire of minimal weight makes
it desirable for fuel tanks, while heat-transfer considerations and

weight make it desirable for radiators. Table I lists maximum losses in

metal thickness at 50 and 70 percent of the absolute melting point for a

variety of pure metals. It can be seen that an appropriate choice of

material can be made for most purposes, but that it must be made on the

basis of vaporization rate and not simply the melting point. A good ex-

ample is the case of chromium and platinum. Although their melting

points are only 48 ° F apart_ the vaporization rates at SO percent of

their melting points vary by about a factor of i0 I0.

Change in composition of bulk material. - Exposure to vacuum of

other than pure materials results in changes in composition. The



componentsof an alloy vaporize at different rates• The result maybe a
change in mechanical properties such as strength_ hardness_ and creep
rate. Changescan also occur in physical properties such as electrical
resistivity, thermal-expansion coefficient, and emissivity. Most plas-
tics contain a plasticizer that has an appreciable volatility. Its loss
results in cracking and crazing due to shrinkage and in an increase in
brittleness. Discoloration may also result. Many inorganic compounds
decomposerather than melt. Consequently, exposure of ceramics to high
vacuumat high temperatures mayresult in interdiffusion of the compo-
nents or chemical reactions in addition to simple composition changes:
Alteration in both mechanical and physical properties can be anticipated.

Loss of very thin coatings. - Thin coatings have a variety of uses

in space vehicles. For example, metals and paints are used for internal

temperature control. Metal films also have a use in printed circuits

for electronics and strain gages. Loss of material from a thin film can

result in several types of undesirable effects. Loss of bulk can rapidly

render a film useless if the electrical resistivity is critical. Vapori-

zation can also result in loss of adherence. It should be pointed out

that solar heating may yield much higher film temperatures and thus

higher loss rate if the substrate has a low thermal conductivity.

Change in frictional properties. - Lubrication of sliding parts is

accomplished by two mechanisms• For low loads, a thin film of a suitable

solid or liquid separates the sliding surfaces and reduces the coeffi-

cient of friction. For higher loads, the separation of the sliding sur-

faces is by a chemical compound of the metal surface and the lubricant;

in some cases, the adsorbed gas or oxide layer on the metal surface is

essential to the formation of the compound. This compound film is con-

tinually torn off and re-formed. It reduces friction because its strength
is lower than the metal-metal weld that would be formed in its absence.

Exposure to high vacuum may result in the loss of both types of lubricant.

While it may be possible to seal and pressurize some of the sliding

systems and thus retain a liquid lubricant_ the lower reliability of such

a system and the fact that sealing is almost impossible in some cases

(e.g., gimbal mounts_ antenna or solar collector orientation mechanisms)

have focused attentgon entirely on solid lubricants. Damage to these

could occur because the lubricant is lost by evaporization or decomposi-

tion or because oxide layers or adsorbed films that are necessary to

their effectiveness would be lost and could not re-form under vacuum
conditions.

The loss due to wear or decomposition of preformed lubricant films

such as iron sulfide would be serious. Finally_ the loss of oxide films

or adsorbed gases might cause welding of sliding surfaces whose operation
normally does not require lubrication.

!
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Change in optical transmission. - Changes in optical transmission

can result from the crazing of plastics that accompanies the loss of

plasticizer. It is also possible that glasses may devitrify at high tem-

peratures as the result of composition changes.

O

Change in emissivity. - Evaporation normally results in a roughening

of the surface. Consequently, changes may be anticipated in emissivity

and reflectivity. Surface roughening is the consequence of the variation

in free energy for the various crystal planes. Material will be lost at

the greatest rate from planes of highest energy_ and the surface planar-

ity will change as the surface of each grain tends to adopt the configu-

ration having the lowest energy.

Changes in emissivity and reflectivity can also be anticipated for

metals that under normal atmospheric conditions are covered with a pro-

tective oxide film (e.g._ aluminum and chromium).

Material Classes

Pure metals. - Loss of bulk material: The rate of vaporization

varies rapidly with temperature, since it is a function of the vapor

pressure, which itself varies as the exponential of I/T (ref. 3). The

Langmuir equation for rate of vaporization _, in grams/(cm2)(sec) is

P (l)_= 17._

where P is vapor pressure (mm Hg), M is molecular weight, and T is

temperature (OK). The temperature variation of the vapor pressure P
can be written as

P = const, e-L/RT (2)

where L is heat of vaporization and R is the gas constant. The Lang-

muir equation (i) is based on the assumption that all the atoms that es-

cape from the surface are lost permanently. It thus yields the maximum

rate of loss. Table I lists vaporization losses thus computed in terms

of inches of thickness per year at two temperatures for a variety of met-

als. At sufficiently high ambient pressures_ all escaping atoms are not

lost permanently because some of them are reflected back to the surface

by collisions with atoms or molecules in the gas phase. The common use

of cover gas to reduce loss of material by vaporization during melting

is based on this phenomenon. The net loss of material is thus lower than

the maximum computed from equation (i). The lowest pressure at which

measurable deviation occurs is approximately that for which the mean

free path is of the order of the dimensions of the evaporating surface.
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The following table indicates the order of variation of meanfree path
with pressure for silver:

@ressure, Meanfree path,
mmHg cm

760

i

i0-3

10-6

10-12

2XIO-S

1.5><10-2

IS

1.5×104

l.SXlO I0

Experimental data on evaporation rates for tungsten over an appreciable
pressure range are listed in table II.

Vapor-pressure determinations at ambient pressures of 10-5 to 10-6
millimeter, where the evaporating material strikes cold walls and sticks,
do not suffer in accuracy from the back-reflection phenomenon. It is not
knownwhether back reflection might appreciably reduce evaporation rates
from vehicle surfaces in space where second and later collisions can re-
direct material back to the surface. The problem is being studied theo-
retically at the NASALewis Research Center.

Experimentally determined vapor pressures are available in the lit-
erature for practically all pure metals (refs. 3 and 4). These were de-
termined under conditions for which the back-reflection phenomenonwas
not a source of error. The maximumrate of vaporization in space vacuum
can thus be computeddirectly.

The Kmudsenmethod is that commonlyused for vapor-pressure deter-
mination. It is used for all materials for which a container capsule can
be made. This method employs a capsule containing the vapor in equilib-
rium with the solid (or liquid). Vapor is lost through a pin_ole at a
rate low enough to prevent disturbance of the equilibrium. The loss in
weight of the capsule or the gain in weight of a target plate is measured.
The rate of loss of material through the pinhole or orifice of knownsize
provides a basis for calculation of pressure (thus the vapor pressure of
the sample) inside the capsule.

The Langmuir method is used for vapor-pressure determination whenno
container material is available for construction of a Knudsencell; tung-
sten, molybdenum,and other refractory metals fall into this category.
The rate of vaporization is measureddirectly, and the vapor pressure is
computedby meansof the Lan_suir equation (i).

o
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One area in this field that requires research pertains to the pos-

sible reduction of vaporization rate by an oxide layer on the surface.

Loss of metal from a surface covered with a dense oxide would be con-

trolled by the rate of diffusion of metal atoms through the oxide layer

rather than by the vapor pressure of the metal. This situation would

hold true especially at low temperatures, because the diffusion rates

would be low and the metal oxides formed at low temperatures a_e less

porous than those formed at high temperature. At high temperatures,

where the vapor pressure is high enough to make measurements convenient,

metals generally form oxides that are porous and thus do not interfere

with the measurement. Aluminum appears to be the exception. The vapor-

pressure data for aluminum are generally suspected to be low because

the dense oxide forms very rapidly even at low temperatures and very low

oxygen pressure. It will be noted from table I that the rates of vapori-

zation of al_min_n and magnesium at LO percent of their melting points

differ by a factor of i0 ZO. The variations in cohesive forces for these

q_2ite sin_ila_ atoms s.re much too small to account for this large differ-

ence. Also, the oxide of magnesium is known to be porous, while that of

aluminum is nonporous.

The aspects of this problem that are attractive with respect to

space application are that oxide coatings may reduce evaporation rates

sufficiently in some cases to pe_nit the use of metals that would evapo-

rate much too rapidly in the clean state. It must be pointed out that_

even though the oxide would probably be lost slowly as the result of ero-

sion by collision with atomic and meteoroidal particles_ the protection

afforded by it would not decrease rapidly, because the reduction in va-

porization rate is in proportion to the fraction of the surface covered.

This is a distinctly different case from the oxidation protection of some

refractory metals by coatings in which the presence of even one pinhole

can yield catastrophic results.

Loss of very thin coatings: While evaporation losses from thin

films of the pure metals can be computed as outlined previously_ due re-

gard must be taken of the possible temperature gradient mentioned in the

section on "Loss of very thin coatings." If the metal film is deposited

on a ceramic or plastic substrate that has a low thermal conductivity,

solar heating may result in a higher film temperature than that measured

in the substrate. Metal films deposited by vacuum evaporation to small

film thicknesses are generally far from uniform in microstructure. The

metal atoms condense as they strike the surface_ and the resulting film

contains highly disordered regions. It is to be expected that the vapori-

zation loss from a thin film will not be uniform, the rate being higher

from the disordered regions. It is possible that from these disordered

regions the rate may be even higher than that calculated from the Langmuir

equation. The magnitude of this effect is difficult to predict; and,

since the coherence of films is important for electrical applications_ an
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investigation of this effect would be worthy of someeffort. The inves-
tigation might be madefrom two points of view. Onewould be to study
the problem in a general way, while the other would be to observe the be-
havior of a system that is needed for a specific device.

Changein frictional properties: Very little information is avail-
able on the frictional behavior of metals at very low pressures. The
data at hand on outgassed specimens of a few pure metals indicate that
the friction coefficient shows a tenfold increase as the pressure is re-
duced from atmospheric to about 10-6 millimeter (ref. 5). These data are
from friction measurementsduring single-pass experiments. No long-time
effects such as abrasion were studied. Data on four plastics that had
been freed of contaminant films by gentle heating and evacuation at pres-
sures below 10-5 millimeter indicate that the adhesion theory of friction
can be applied to plastics in vacuum(ref. 6).

Research is needed in the entire low-pressure region in order to
gain an understanding of all the problems as well as to arrive at possi-
ble general solutions. Since the state of knowledge is so fragmentary
in this field_ it would seemnecessary to attack the problem at the same
time from the developmental point of view. Meaningful data in this field
require accurate knowledge and careful control of the state of the sur-
face and environmental conditions. Thus, muchwork remains to be done in
ground laboratories, and satellite experiments should only be in the
nature of proof tests.

Changein emissivity: Emissivity changes can result in pure metals,
as outlined previously_ because of the loss of oxide films or the rough-
ening due to selective evaporation from somecrystal planes. Emissivity
and absorptivity studies can be performed in the laboratory. Their util-
ity in predicting the behavior of materials in a spacecraft depends on
the success with which the experiment duplicates both the condition of
the surface and the radiation conditions. It is expected that muchwork
will be required on the ground as the environmental conditions in space
are better defined. Final proof tests will probably be required in a
satellite, especially in order that the meteorite damageeffects may also
be incorporated. Strong recommendationsfor satellite experiments in
this area have been madeby the Materials Advisory Board of the National
Academyof Sciences (ref. 7). They conclude that space-vehicle experi-
ence and experiments are required because of the great difficulty of
simulating someof the environmental parameters (e.g., macro- and micro-
meteorites, solar wind protons_ Van Allen radiation) and the even greater
difficulty'of simulating several of them simultaneously.

Alloys. Loss of bulk material: The rate of vaporization of an al-
loy cannot be predicted solely on the basis of the vapor pressures of its
componentelements; in general_ the measuredrate is muchlower. In

!
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addition_ one needs to icuow the partial pressures of the component ele-

ments in the vapor in equilibrium with the alloy and also the diffusion

coefficients of the component elements in the solid alloy. Except for a

few isolated cases, the study of the vaporization of alloys is of quite

recent origin, and very little of the required information is in exist-

ence. Research in this field is sorel< needed. It is of such nature
that it must be done on the ground. Vacuums in the range i0 -_ to 10 -6

millimeter are adequate for most of this work.

O
OD
I

!
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Change in composition: Alloys will change in composition as the re-

sult of evaporation. As a result, their mechanical and physical proper-

ties will also change. It should be noted that such changes will not, in

general, be predictable from data obtained by preparing alloys of various

compositions by the common techniques. This difference in behavior

arises from the fact that gradients in composition in the vaporizing

alloy will exist because the components will reach the surface at dif-

ferent rates by diffusion from the interior and will be lost from the

bulk at different rates. Alterations in bulk composition can occur for

some materials and affect mechanical behavior if the components generally

present are dependent on air atmosphere. The oxide strengthening of

nickel and nickel alloys (resulting from testing in air) has been studied

at NASA Lewis (ref. 8) and at the Naval Research Laboratory (ref. 9).

Additional data on changes in mechanical and physical properties accom-

panying vaporization losses are needed and should be obtained for other

alloys whose rates of vaporization are satisfactorily low. This work

would not require a satellite.

Loss in very thin coatings, change in frictional properties, and

change in emissivity: The comments on these subjects in the section

"Pure metals" are also pertinent here.

Ceramics and other inorganic compounds. - Loss of bulk material:

The decomposition temperatures of inorganic compounds are generally lower

than the temperatures at which measurable loss occurs by vaporization of

the inorganic molecule as a whole. Very little data exist that would be

useful in predicting rates of loss by either decomposition or vaporiza-

tion of these materials. Research is needed to measure decomposition

pressures and rates, to identify the vapor-phase species_ and to deter-
mine the chemical mechanisms involved.

Changes in composition: Changes due to decbmposition may change the

nature of the material in such a way as to render it useless for the par-

ticular application. On the other handj changes in composition might be

also insignificant. An example of the first type would be the conversion

to a low-melting compound. An example of the second type might be the

conversion of a lower oxide to a higher one of acceptable properties.

The extension of these concepts to thin coatings_ frictional properties,
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and emissivity is obvious. Research is needed in this field and would
be more amenableto ground research than to a satellite experiment.

Plastics. - Composition changes: Plastics can be thought of gener-

ally as composed of very large molecules that are formed as the result

of the cross-bonding of smaller bu_ still large molecules. Also present

in a large number of varieties is a plasticizer; typical plasticizers

are dimethyl, diethyl, and dibutyl phthalate. The plasticizer is more

readily lost by vaporization than the polymer itself. Loss of plasti-

cizer over long periods of time at room temperature gives rise to the fa-

miliar crazing of plastics such as methyl methacrylate. When higher tem-

peratures are encountered_ the polymeric material also decomposes. The

very large polymer molecule breaks apart at its weaker bonds_ and smaller

fragments (of higher vapor pressure) are formed. Exposure to vacuum at

the higher temperature accelerates their loss. The loss of plasticizer

alone generally results in an increase in brittleness_ while the decom-

position of the polymer causes changes in other properties as well.

!
_O
O

The behavior of plastics in high vacuum and at elevated temperatures

is the subject of intensive study at present. Both bulk materials and

coatings are under study at a number of laboratories under Air Force WADC

Materials Laboratory sponsorship (ref. i0). It is believed that this

work will soon result in the formulation of satisfactory materials for a

variety of applications. The studies under way are concerned with the

effects of both heat and solar radiation_ since the damage due to both

is very much the same in nature and the two types of experiment can be

easily combined. Optical properties are also being studied in some of

the programs_ but a great deal of work is needed in this area.

Changes in friction properties: Very little is known about the ef-

fect of vacuum on friction properties of plastics. Research is needed

in this field.

Lubricants. - As mentioned in the general discussion of changes in

frictional properties_ the lubricants of interest for surfaces exposed to

space vacuum are solids. Solid lubricants in terrestrial use are of two

types, either preformed (e.g., iron sulfide) or formed and re-formed dur-

ing operation. The latter type, whose success depends on the continuous

presence of reactants that are usually gases or liquids of high volatil-

ity, is of no use in this application. The solid lubricants of interest

are those that can be preformed on the surface and that can withstand the

requisite number of cycles of operation. Operation in space vacuum can

cause them to vaporize or decompose. Research is needed to define the

conditions under which the various solid lubricants are effective and to

determine which of them will be useful under space conditions. While

laboratory tests under carefully controlled conditions are of first con-

cern_ actual tests in satellites may also be necessary for final proof

testing.
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PROBL_,_IS ASSOCIATED WI_{ RADIATION ENVIROI,_,,Z_,YfIH SPACE

Enviro<_ent Defined

Electromagnetic radiation. - The major fraction (93 percent) of ra-

diant energy from the Sun arr:-ves as _]i_ht of wavelengths between 0.3 an_i

2 microns. (The wavelength range for visible light is 0.4 to 0.7 mi-

crons.) About i percent of the enerry is of wavelengths less than 0.3_

and 6 percent is of wavelengths longer than 2 microns.

Particulate radiations. - Cosmic rays: Vehicles in space .<-ll be

expose:L to primary cosmic radiation_ which cons'_sts mainly of prstorx: but

also includes partic Jes of higher mass. The total fl_x is of tke orRer

of 10 Fiparticles per square centimeter over a 24-hour period, and the

particle energies range from about i00 to 107 Mev (ref. ii). The ion-

ization rate at these flux levels is about 84 mill!roentcens per 2_ hours.

Ho detrimental effects are anticipated from cosmic rays in materials of

any type (includin,g semiconductors). It might be pointed out, however.

that the ionis_ation rate at this flux level is near the maximtun permis-

sible rate for h_rlan beings.

Van Allen radiation: The Van Allen radiation belts contain electrons

of energy greater than ii_ Hey and protons whose energy ranges to 700 Hey.

The fit_: estimates by Van Allen on the basis of early experiments are in

the range of iO to i00 roentgens per hour, and more rece_,_t data from Ex-

oiorer VI indicate that the peak level may be as high as JO00 roentgens

per hour in tb_e vicinity of the geomagnetic equator and also elsewhere

during increased solar activity. By way of comparison_ the fluxes in

nuclear reactors are of the order of l0 S to 106 greater than these.

Particles of lower energy: There are present in the space environ-

me._t other particles that kave low energy comp&red with cosmic rays and

Vsiz Allen radiation but whose interception by a space vehicle would re-

sult in ener _y transfer that would yield similar results. These parti-

cles are the protons an! _el i_ ions composing the solar wind and the

neutral das atoms (H beyond 600 miles ($20 Int. naut. miles), and K, N,

and 0 at lesser distances). The solar wind z_articles originate in the

Sun's corona and vary drastically in m_r.ber and energy with solar con-

ditions. Their averac-e n,mr_ber is iOS per cubic centimeter_ and their

avera_.e energy is SO electron volts. Their number is estimated to rise

to l0S per cu%ic centimeter under some conditions_ and their ener_ _ can

be as great as i0_ electron volts. The concentration of neutral atoms

is of the order of l0 S atoms per cubic centimeter at 300 miles (9_60 Int.

naut. miles) and falls off rapidly with altitude. A good deal of de-

tailed info_ation is needed on the solar wi'_d.
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Possible Detrimental Effects

Electromagnetic radiation. - Materials are commonly exposed in the

terrestrial environment to all but the extended short-wavelength end of

this spectrum. In metals, the ultraviolet of short wavelengths can pro-

duce photoelectric emission. However, the flux is too low to cause seri-

ous effects_ either in the surface layers or in the bulk. An estimate

has been made that in one year, two atoms in every i0,000 in a l-

centimeter cube of copper will produce photoelectrons if every photon in-

tercepted is active in this production.

The damage to plastics and elastomers caused by ultraviolet radia-

tion results from ionization and excitation of electrons. The changes

are irreversible and include free-radical formation, polymerization, deg-

radation (cleavage of carbon chains), and gas formation (oxygen, hydro-

gen, and low-molecular-weight hydrocarbon gases). These phenomena also

occur with gamma-ray dosage and are thus also of concern in the applica-

tion of plastics in other areas. A large effort is being expended on the

development of radiation-resistant plastics and elastomers.

Some inorganic solids are also susceptible to damage by ultraviolet

radiation. The discoloration of the alkali halides, quartz, glass, and

MgO are examples. The mechanism involved is ionization and the production

of free electrons that migrate to vacant negative-ion sites in the lattice

to form F-centers. In addition to causing loss in transparency, the F-

center formation results in increased brittleness and hardness as well as

a slight increase in strength. Little quantitative information useful to

instrument designers is available on the extent of coloration with dose

and temperature, but there are indications that appreciable darkening can

occur under some conditions. Window materials should be examined from

this point of view before they are incorporated into equipment. The ex-

perimental techniques involved are quite simple.

Particulate radiations. - Cosmic rays: As mentioned previously, the

flux level for cosmic radiation is too low to be a cause for concern with

regard to materials d_nage.

Van Allen radiation: The information concerning the composition of

the Van Allen belts is still fragmentary, and future data may require

alteration of views. However, damage to materials of all types by nu-

clear radiation has been the subject of intensive research for many

years, and the damage by the particles known to be present in the Van

Allen radiation is fairly well understood. The impossibility of accurate

prediction of the magnitude of the effects is due almost entirely to the

present uncertainties as to the composition of the Van Allen radiation.

The present indications are that the radiation levels are too low to

cause concern over damage to any material unless the satellite orbit

causes it to remain in the Van Allen regions for very long periods of

I
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time. It has been estimated (ref. ii) that damage to a transistor would

become excessive after an orbital time of 8 months in the radiation belts.

The higher sensitivity of biological systems would make a greater demand

that manned vehicles avoid this.

Particles of lower energy: The solar-wind ions and the neutral

atoms can cause sputtering. Sputtering is the ejection of atoms from the

surface as the result of the transfer of energy to them from an atom or

molecule that strikes the surface - in effect_ a billiard-ball type of

process. The theoretical and experimental information in this field is
limited and inconclusive and does not permit accurate estimates. There

is little doubt, however_ that devices and instrumentation employing thin

films will be affected on long exposure.

Only recently, mainly with the work of Wehner (ref. 12), has the

mechanism by which sputtering occurs begun to be understood. From a fun-

damental viewpoint, much remains to be done in the field at energies in

the range from 50 to i00 electron volts and even more so in the high-

voltage range. The subject requires very careful experimentation and

would not benefit at all from satellite experiments.

SUMMARIZING REMARKS

On the basis of present knowledge of the space environment, one

might state that the exposure of materials to the radiation environment

in space will result in problems mainly with the impairment of the trans-

parency of plastics and ionic solids due to ultraviolet radiation and

with surface sputtering effects on emissivity and other thin-film prop-

erties. The high vacuum in space will be of greater consequence in that

it will render useless some members of practically all the material

classes. However, adequate solutions to most problems can be anticipated

if enough information is at hand.

This survey, which is by no means exhaustive, indicates that inves-

tigations at all levels are needed to provide information on the effect

of the low-pressure and radiation environment in space on the behavior of

materials. Since some of the information needed will require extensive

study, it is obvious that research in these areas should receive immedi-
ate attention in order to minimize "crash efforts" in the future. The

following is a partial list of research areas classified according to the

mode of attack. The large majority of these studies can be performed in

ground laboratories with good vacuum systems in the lO-6-millimeter range.

The need for ultra-high-vacuum facilities (i0 -8 mm or better) is indicated

where it exists.
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Basic Research

Basic research is needed in the following areas:

(i) The influence of oxide layers on vaporization rates. Ultra-
high-vacuum conditions will be needed here - not for the measure-
ment of rate, but in order that very clean surfaces can be main-
tained whendesired.

(2) The vaporization of alloys

(3) Vaporization of thin films containing disordered regions and
other strains

(4) Lubrication - stability of solid-film lubricants, frictional be-
havior at pressures below 10-3 millimeter. Ultra-high-vacuum con-
ditions are _eeded here to provide very clean surfaces.

(5) Vaporization and decomposition of ceramics and other inorganic
compounds: Measurementof decomposition pressures_ identification
of vapor-phase species_ determination of the chemical mechanisms
involved in the decomposition reactions.

(6) Sputtering of surface layers by ions and neutral atoms and mole-
cules: Mechanismand extent of sputtering for particle energies
over entire range up to i Mev.

!
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Laboratory Measurements for Purpose of Data Compilation

Laboratory research should be conducted on the following:

(i) Vaporization rates of pure metals - those instances for which

oxide films may introduce error and prevent extrapolation to space

vacuum. Ultra-high-vacuum conditions are needed for surface

cleanliness.

(2) Vaporization rates and partial pressures of alloys

(3) Physical and mechanical properties of alloys subjected to vacuum
environment

(4) Electrical resistivity and optical properties of thin films

undergoing evaporation

(S) Solid lubricants - determination of the range of conditions

over which specific lubricants are effective
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(6) Emissivity of coatings - determination of changes caused by the

separate aspects of the space environment; for example, vacuum,

sputtering, and ultraviolet radiation

(7) Electrical, physical, and mechanical properties of ceramics and

other inorganic compounds after exposure to conditions causing

vaporization and decomposition

(8) Plastics - effect of vaporization on optical and frictional

properties

(9) Ultraviolet discoloration of plastics, ionic solids, and glasses

Satellite Experiments

The instances are rare indeed in _ich the behavior of a device of

any complexity could be completely predicted from a knowledge of the be-

havior of its component parts. 0bviously_ a final proof test in a satel-

lite will be desirable if at all possible before any device is used in a

critical application such as an interplanetary vehicle, in addition,

there are some materials experiments for which the space environment can-

not be adequately simulated on the ground. One example is the meteoroid

penetration study. Another is the detemination of the combined effects

on emissivity of causes such as evaporation, sputtering, meteorite dam-

age, ultraviolet radiation, and so forth.

Lewis Research Center

National Aeronautics and Space Administration

Cleveland, Ohio, July 20_ 1960

REFERENCES

i. Fryburg_ G. C._ and Murphy, H.M.: On the Use of Furnaces in the
Measurement of the Rate of Oxidation of Platinum and Other Metals

Forming Volatile Oxides. Trans. AIME, vol. 212, no. S, Oct. IOS8,

pp. 660-661.

2. Fryburg, George C., and Petrus, Helen M.: Oxidation of Metals that
Form Volatile Oxides: Effect of Pressure and Effect of Active Par-

ticles in the Oxidizing Gas. Proc. Inst. Environmental Sci., 1960,

pp. 229-252.

3. Dushman, S.: Scientific Foundations of Vacuum Technique, chs. I and

II. John Wiley & Sons, Inc., 1949.



'. Margrave, J. L. : Physicochemic._! _qea_urements at High Temperatures_

ic}_. iO• Academic Pre_s, Inc., _ .

i . '3o_:den, F. P., and Tabor, D.: The Friction and Lubrication of 3<lids_

ch. VII. Clarendon Press (Oxford), 19S0.

_' Hi .... R F. an&i Tabor_ D. : _!e Effect of Temperature on the Mechani-

cal Properties and the Friction oF Plastics• Prec. Roy. Soc. (Lon-

don), ser. B, vol. 6C_ Sept. !9S_'!_ pp. 72_-766.

7. A_on. : P[aterimls Problems Associated _._ith the Thermal Control of

Space Vehicle,s. Rep. MAB-ISS-M, Materials Advisory Board, Nat. Res.

Council, Oct. ZO, 19S9.

• l.[cl[e1_ry, H. T., and Probst, H. B. : Effect of Environments of Sodit_

Hydroxide, Air, and Argon on the Stres_-Rupture Properties of Nickel

at i_00 ° F. NACA T_ $9_37, 195_.

• Shahinian, P., and Achter, H. R. : A Comparison of the Creep-Rupture

Properties of Nickel in Air and in Vacuum. Trans. AI_4E, vol. 8lS,

no. i_ Feb. 1959, pp. _7-41.

i0. Pre_ton. IIaro!i M., and Wahl, Norman E. : Influence of Ultraviolet and

Vacu_m Environments on Structural Plastics. Prec. Inst. Environ-

mentu.i Sci., I D60_ pp. i_19-551.

_i. :._'acholder, B. V._ and Fayer, E. : Critical Environments _ncountereu by

High-Altitude Vehicles. Prec. Inst. Environmental Sci._ i'.)60, pp.

I _)- .i!i.

"_. Wehner; G. (L. _larton, ed. ): Advances in Electronics and Electron

Physical, vol. 7. Academic Pres&_, Inc., 19SS, p. ?_$9.

[=]

o
_2



. 17

TABLE I. - MAXIMUM VAPORIZATION LOSSES COMPUTED FROM LANGMUIR

EQUATION FOR VARIETY OF METALS AT 50 AND 75 PERCENT

OF THEIR ABSOLUTE MELTING POINT I

tO
0

Metal

C

W

Ta

Mo

Cr

Pt

Fe

Co

Ni

Be

AI

Mg

Melting

point_

OF

6700

6170

5425

6760

6580

5272

3226

2800

2723

2650

2560

1220

1200

iCalculations

50 Percent of absolute

melting point

Temper-

ature_
oF

Loss,

in./yr

7.5×10-5

2.OxlO -9

5.6X10-11

1.4XlO -8

6.6×10-15

2.0xlO -S

8.6Xi0 -16

7.7Xi0 -9

8.1XlO -12

2.1XlO -II

1.6XlO -9

6.8X10 -25

l. OXlO-S

70 Percent of absolute

melting point

Temper-

ature_

OF

S120

2855

2880

2150

1960

1605

15,90

1170

llSO

1095

96O

S80

S70

4550

6180

5660

6195

2950

2150

2120

1820

1770

1720

1500

71S

7OO

based on vapor-pressure data from refs.

Loss_

in./yr

21.7

6.2XI0 -3

3.3Xi0 -%

l.lXlO -2

1.5XlO -6

llS

3.5Xi0 -6

1.6XlO -2

8.7Xi0 -5

2.9Xi0 -6

6.6Xi0 -5

2.6Xi0 -12

55

3 and 6.
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TABLEI!. - INFLUENCEOFAHBiE_FfPRESSUREONRATEOFEVAPORATIONOF

__D_GSTEN IN 80 PERCENT ARGON, 14 PERCENT NITROGEN AT 28V0 c' K1

[Diam. of filament, 0.0097_} c_. ]

Ambient pressure,
cm

0

1

5

lO

85
50

7O
165

iFrom ref. 3, p. _30.

Rate of evaporation,

g/(cm 2)(sec)xl0 9

25O

$7. S

23. !>
_iO. S

lO.S

S .d

6.2

2.0

I

O
c_

NASA - Langley Field, Va. E-90,_
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